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Test Report No. VNT/T(F)/20/002586
Dated 30-03-2020

Note: (1) General Terms & Conditions as mentioned overleaf, (2) the test report shall not be reproduced except in full without the written approval of the
laboratory. Any use for advertising purposes must be granted in writing. This technical report may only be quoted in full. This report is the result of a
single examination of the object in question and is not generally applicable evaluation of the quality of other products in regular production. For further
details, please see testing and certification regulation, chapter A-3.4.

Disclaimer Measurement Uncertainty:
Unless otherwise agreed upon, Pass or Fail verdicts are given based on the measured values without any considerations of measurement uncertainties.
Please note, every test method has a measurement uncertainty which has been evaluated by the laboratory according to ISO/ICE 17025
requirements. By taking measurement uncertainties into account it might happen that measured values can neither be assessed as PASS nor as FAIL

Laboratory:
TÜV SÜD Vietnam Co. Ltd.
Lot III-26, 19/5A Street, Industry Group III,
Tan Binh I.P, Tay Thanh Ward, Tan Phu District,
Ho Chi Minh City, Vietnam

                                           Phone :084-28-62678506
                                           Fax :084-28-62678511
                                           E-Mail:softlines-laboratory@tuv-sud.vn
                                           Url : www.tuv-sud.vn

Applicant : FASHION LINK JOINT STOCK COMPANY.

176 Hong Bang, Ward 12, Ward 12, District 5, Ho Chi Minh City,

Vietnam.

Attention

Mail box

:

:

Vo Thanh Phuoc

phuoc.vt@faslink.vn

Test Sample : Received on 27/03/2020

Test Period

Sample Description

Color

Buyer

:

:

:

:

From 27/03/2020 to 30/03/2020

FABRIC

WHITE

Self - Reference

Product Type/ End Use : -

Fiber Content

Fabric Weight

Oder No.

Batch No.

Lot No.

No. of Sample

Supplier

Country of Origin

Country of Destination

Season

Care Instructions

:

:

:

:

:

:

:

:

:

:

:

100% POLYESTER

-

FL01

-

-

1 Meter of Fabric

-

-

-

Machine wash cold. Mild cycle. Tumble dry low

Note: the submitted samples are Not Drawn by the Laboratory
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